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Measured attenuations of a coiled cable
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Attenuation Increase by Aging of a Cat. 6 Plenum
Cable (CMP)
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Attenuation Increase by Aging of a Cat. 6 ++
Plenum Cable (CMP)
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Attenuation Increase by Humidity Exposure of a Cat. 6
Horizontal Cable (CMR)
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Attenuation Increase by Humidity Exposure of a Cat. 6
Plenum Cable (CMP)

Dr.- Ing. J.- H. (Jo) Walling

Cables - Standards - Machinery
Consultant

0

10

20

30

40

50

0 50 100 150 200 250

Frequency   [ MHz ]

A
ve

ra
g

e 
at

te
n

u
at

io
n

   
[ 

d
B

/1
00

 m
]

20 deg. C - 20 % RH
60 deg. C - 20 % RH
60 deg. C - 90 % RH
20 deg. C - 90 % RH

Humidity exposure


